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ABSTRACT 

Polymersome nanoparticles (NPs) are comprised of biodegradable amphiphilic 

block copolymers (PEG-b-PCL) and can be efficiently engineered for cell-specific 

targeting, drug encapsulation and delivery. The versatility of nanoparticles as 

delivery and reporter systems is now being exploited in clinical medicine, 

nanomedicine and to enhance medical healthcare. The human endometrium is 

associated with a number of life-altering pathophysiologies, including 

endometriosis. Endometriosis is a common gynaecological pathology affecting 20-30 

% of women in reproductive age. Accurate non-invasive and diagnosis and 

treatment in the early stages of endometrial pathologies, and in particular 

endometriosis, is limited by the lack of sensitivity and specificity of the current 

detection techniques.  

The present study investigated the interaction 
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 between endometrial cells and polymersome NPs, which were used for the 

delivery of hydrophilic drugs directly and targeted into endometrial cells using a 

minimally invasive, non-surgical, procedure. Using PEG-b-PCL polymersomes that 

targeted all cell types ubiquitously and loaded with a novel hydrophilic model cargo 

and quenched fluorescein isothiocyanate (FITC), we have demonstrated the uptake 

of polymersomes by the human endometrium epithelial and stromal cells, and their 

release of fluorescent FITC. This is the first time that NPs have been shown to be 

taken up by ex vivo human endometrial cells. Using this paradigm, polymersomes 

could be loaded with drugs or imaging agents and used to target endometrial cells. 

These results highlight the potential of targeted NP therapy for future diagnosis and 

treatment of endometrial pathologies.    
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1.1 Nanomedicine 

Nanomedicine is a rapidly advancing field, which uses particles at the nanoscale (1-

100 nm) in the discipline of medicine [1]. The first generation of nanoparticles (NPs) 

involved polymers and liposomes. Various types of NPs have been developed 

including micelles, metallic, magnetic, quantum dots, nanocapsules, polymersomes, 

liposomes and mesoporous silica nanoparticles that are composed of a range of 

organic materials including lipids, polymers and inorganic materials (Figure 1.1). NPs 

have been successfully used as drug-, DNA- and siRNA-delivery vehicles. Their 

popularity was based on several advantages that they provided for their delivering 

payload, such as prolonged circulation time in the body and protection of the loaded 

therapeutic from degradation. Furthermore, when cells were incubated with NPs 

loaded with a drug, an increase in the cellular uptake of the drug was observed 

compared to the free drug [2]. Different types of NPs have been used to improve 

treatment, diagnosis and imaging of cancers (Table 1.1) as well as infectious and age-

related diseases [3, 4]. Furthermore, in order to reduce the side effects of treatments, 

specific targeting of NPs was introduced at the diseased area. The surface of the NPs 

is functionalised with antibodies and proteins, and afterwards in order to decrease 

their size, which is crucial for their uptake as well as for their extended circulation 

time, short peptides such as ligands and reporter molecules are used for different 

targeting purposes [5, 6]. In addition, cell-penetrating peptides, such as the TAT 

peptide, are introduced to enhance cellular penetration and internalisation of NPs [7].  

Nanomedicine has been used broadly in the field of cancer for the development 

of new and more effective treatments. Cancer therapy using nanoparticles is rapidly 

progressing and employed to solve several limitations of the conventional drug 

delivery systems, such as nonspecific biodistribution and targeting, lack of water 

solubility and poor oral bioavailability [8]. Table 1.1 summarizes the different types of 
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NPs currently under investigation as possible treatments for the different types of 

cancer. 

 

 

Nanoparticle type Disease Reference 

 Folate targeted-PLGA 

(poly(d,l-lactide-co-

glycolide))-PEG (Polyethylene 

glycol)  
 Epidermal growth factor 

receptor targeted-PLGA-PEG 

Ovarian carcinoma 

[6] 

 

[9] 

 Folate targeted-liposomes 

 Supermagnetic Dextran Iron 

Oxide NPs 

 Gold NPs 

Cervical cancer 

[10] 

[11] 

[12, 13] 

 HER-1-magnetic nanocrystals 

 Chitosan NPs Breast cancer 
[14] 

[15] 

 Folate targeted-PLGA-PEG Endometrial cancer [16] 

 Cetyl alcohol/polysorbate NPs Brain tumour [17] 

Table 1.1. Nanoparticles are tested in order to be used for cancer therapy. Nanoparticles 

have been examined for ovarian, cervical, breast, endometrial and brain cancer. 

In Figure 1.1 different types of NPs are presented from a variety of materials. 

NPs’ structure and size is related to the materials they are made of. Furthermore, 

different types of NPs are synthesised in order to suit particular applications of 

interest. 

Organic NPs offer advantages over inorganic NPs as they are made of 

biodegradable materials (such as polymers and lipids); hence they are more likely to 

be biocompatible and non-toxic. Information about the interaction of organic NPs 
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with biological tissue is important considering that organic NPs have been 

extensively used as drug delivery vehicles and many have already been approved by 

the Food and Drug Administration of the USA for clinical use [8].  

 

Figure 1.1. Different types of nanoparticles. There is a wide variety of nanoparticles 

comprised of a range of materials and different architecture, size and molecular mass. 

(Adapted from A. Johnston) [18]. 

Drugs encapsulated in liposomes and polymer-drug conjugates such as 

PEGylated drugs are widely used in clinical trials. Liposomes are self-assembled 

structures that are formed by phospholipids. An outer lipid bilayer surrounds the 

liposomes’ aqueous core. Water soluble drugs can be entrapped in the liposome’s 

core and hydrophobic drugs can be encapsulated in its lipid bilayer. Although 

liposomes are a successful tool for some clinical applications, their fast clearance 

from the blood by phagocytic cells of the reticulo-endothelial system, their poor 
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storage stability and rapid drug release profiles in vivo make their usage as drug 

carriers limited, the loading of liposomes is typically non-covalent and therefore 

cargo leakage can be an issue [19].  

Dendrimers have also emerged as another type of organic nanocarriers that can 

carry several drugs on their surface or alternatively be loaded with drugs using the 

cavities in their cores. Dendrimers are three-dimensional nanoparticles which grow 

outwards from a multifunctional core molecule. The core molecule reacts with 

monomer molecules giving the first generation dendrimer. Then the new periphery 

of the molecule is activated for reactions with more monomers. The process is 

repeated for several generations until the dendrimer is eventually constructed layer 

by layer. Dendrimers have already been used in many in vivo studies showing that 

these NPs accumulate not only at the diseased tissue (e.g. tumour site), but also in 

healthy tissue and especially in kidneys, spleen and liver. [20] Because of their non-

specificity, their clinical use has been delayed.  

Polymer based drug carriers have been developed as a solution to overcome 

liposomes’ limitations. Polymers can self-assemble into a variety of different 

structures, with two of the most common structures being micelles and 

polymersomes. Micelles are spheres of 20-100nm in size with a hydrophobic core 

and a hydrophilic exterior surface. Unlike polymer micelles polymersomes have a 

similar architecture to liposomes with a hydrophobic membrane, hydrophilic 

surface and aqueous core [21]. A range of therapeutics and active components have 

been successfully loaded in micelles and polymersomes [22]. Micelles as they only 

contain a hydrophobic interior are more limited for loading, making them suited for 

loading hydrophobic compounds. On the other hand, polymersomes having a 

similar structure to liposomes are able to be loaded with both hydrophobic and 

hydrophilic drugs. In parallel they show a number of advantages over liposomes 
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including higher drug loading capability, increased stability in vivo thus prolonged 

circulation time and finally maintenance of loaded materials for longer time [23]. 

Furthermore their surface can be modified with a variety of molecules allowing 

them to interact with environment and thus provide either controlled or triggered 

release of the drug [24].  

In contrast, inorganic NPs such as gold NPs are also interesting tools for 

imaging, diagnostics and therapy. Gold NPs for instance are already in the first stage 

of clinical trials as part of treatment of patients who suffer from cancer. Gold NPs 

have been emerged as delivery vehicles for anti-tumour drugs as well as for siRNA 

showing reduced side effects, when NPs were targeted specifically to tumours and 

resulting in stabilizing or even reducing tumour’s development in some patients [25]. 

One important drawback, of using inorganic NPs that was observed in many trials is 

that they were found not only within the tumour tissues but also in healthy tissue, 

such as liver and spleen  thus they are toxic by themselves [25]. 

1.2 Polymersomes 

Amphiphilic block copolymers have attracted attention in terms of their ability to 

form various types of nanoparticles (micelles, polymersomes, nanospheres, 

nanocapsules, polyplexes). Polymersomes comprised of biodegradable amphiphilic 

block copolymers; they are stable for up to several months at 4C and release their 

loaded drugs for up to five weeks at 37C [26, 27]. In polymersomes hydrophobic 

compounds can be entrapped into the polymersomes’ bilayer and hydrophilic 

molecules can be encapsulated in the polymersomes’ core. The polymer carrier 

extends the stability of the encapsulated drug, increases the life time of the drug in 

the blood, and is an ideal candidate for a controlled drug release [28]. Moreover, 

polymersomes can change a drug’s biodistribution by altering its accumulation at the 
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diseased area, either passively (enhanced permeability and retention effect, EPR) at 

tumour site, or actively when they are functionalised with ligands which can identify 

overexpressed molecules in the diseased area [29]. Further, polymersomes can not only 

be used as drug-delivery agents, but also as imaging agents in order to direct and 

non-invasively diagnose a disease [30]. 

One of several blocks of copolymers which is used to construct polymersomes is 

poly(ε-caprolactone)-block-poly(ethylene glycol) (PEG-b-PCL). Their hydrophilic 

membrane is formed by the poly(ε-caprolactone) (PCL) units of the polymer, while 

the polyethylene glycol (PEG) forms a hydrophilic corona and line the interior cavity 

of the polymersome. Both PEG and PCL are biodegradable polymers used in medical 

applications. Furthermore, PEG polymer is biocompatible and exhibits high resistance 

to both protein absorption and cell adhesion having as a result prolonged circulation 

times. Finally, toxicity studies of methoxy PEG-b-PCL polymersomes loaded with 

paclitaxel and indomethacin, an anticancer and anti-inflammation agent respectively, 

have not shown any histological changes in heart, liver or kidney, even after seven 

days of intraperitoneal application of the median lethal dose of the drug (much 

higher dose compared to the practical effective dose) loaded polymersomes [31]. 

1.2.1 Polymersomes in Cancer treatment 

Nanomedicine has been used in the treatment of various types of cancer (Table 3.2, 

Chapter 3.1.). Currently, compounds with toxic side effects or low bioavailability are 

promising as therapeutic agents (for example chemotherapeutic drugs such as 

Doxorubicin and Paclitaxel). These disadvantages decrease the possibilities of a 

therapeutic agent to reach the diseased area, hence diminishing its therapeutic value. 

Consequently, synthesis of polymeric fully biocompatible delivery vehicles, 

entrapping therapeutic agents and releasing them in appropriate concentrations, only 

on the area of interest, may increase drug’s efficacy as well as decreasing any 
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unwanted side effects. It has already been shown for instance that polymersomes are 

able to target human cells in the inner ear and deliver the drug Disulfiram, which is 

clinically used as an anti-alcoholism drug and recently have been also shown its anti-

cancer effect [32]. 

Paclitaxel or Taxol (TAX) is an anticancer agent with significant activity against 

various types of cancer, though it is reduced due to its poor aqueous solubility. 

Currently, in order to overcome this limitation TAX is administrated in combination 

with Cremophor EL to produce a soluble formulation. Systemic administration of this 

drug is associated with lots of side effects in patients (such as hypotension and 

dyspnoea). Additionally, the solubilising Cremophor EL is associated with severe 

hypersensitivity responses [33, 34]. As a result several aqueous formulations of TAX, 

such as Micelles (Genexol-PM, composed of PEG-poly (D,L-lactic acid) (PEG-PLA) 

block copolymer) as well as PEO-b-PBD polymer vesicles have been examined in 

order to reduce the side effects, and at the same time to increase its water solubility 

by maintaining the cytotoxic properties of the drug against cancer cells only [35-37].  

Polymersomes have also been examined as carriers of combination drugs, TAX 

and Doxorubicin (DOX). The delivery of two different drugs such as TAX, in the 

hydrophobic bilayer and DOX, in the hydrophilic core, at normally prescribed 

concentrations, from the same polymeric vesicle on the diseased area, has been shown 

to have a synergistic effect and maximize their cytotoxicity. PEG-b-PLA and PEG-b-

PBD polymersomes were used for DOX and TAX delivery at tumour site in vivo [38]. 

The results demonstrated increased and faster shrinkage of the tumour following the 

injection of (TAX+DOX)-polymersomes, compared to the tumours treated with the 

free drug cocktail [38]. 
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1.2.2 Polymersomes in Cancer diagnosis 

The fact that polymersome NPs can be non-invasively imaged in vivo gives the 

advantage of using them not only as therapeutic, but also as diagnostic compounds. 

Polymersomes can encapsulate fluorescent agents for optical imaging to monitor their 

biodistribution. This can be used for non-invasive detection of the diseased area, 

leading to an easier more precise way of diagnosis. The final location of the NPs after 

they have released their encapsulated drug can also be monitored. To track NP 

uptake and targeting fluorescent tags and fluorophore-conjugated molecular probes 

have been used to show nanoparticles biodistribution. Previous studies have shown 

that polymersomes loaded with near infrared (NIR) fluorophores can be injected at 

tumour sites to allow deep-tissue optical imaging. Additionally, NIR has shown that 

nanoparticles are able to penetrate through 1cm of solid tumour [39]. In addition, NIR 

emissive polymersomes injected into the tail of mice have been employed to track 

their biodistribution in vivo via non-invasive NIR fluorescence-based optical imaging 

[40]. Furthermore, recent research in our group showed that poly (ethylene-glycol) and 

poly (capro-lactone) (PEG-b-PCL) polymersome nanoparticles with fluorescent tags 

conjugated on their surfaces have been used to track nanoparticle distribution in vivo 

and in vitro [41]. Thus it is clear that polymersome nanoparticles with encapsulated 

imaging agents can be used a) to track nanoparticles in order to screen them when 

they release a drug, b) for accumulation on the diseased area either passively (EPR 

effect) or actively (ligands on their surfaces) in order to fluorescently label the 

diseased area and thus achieve surgical identification by fluorescence imaging.  
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1.2.3 Surface modification of polymersomes for enhanced delivery and targeted 

therapy  

Functionalisation of polymersomes surface with molecules-ligands is used for specific 

cell targeting or for enhancing cellular internalisation. Conjugation of biological 

ligands on polymer surfaces permits targeting of upregulated receptors (e.g. Folate 

receptor in endometrial cancer and molecules on affected cells in vitro and in vivo and 

thus decreases the potential side effects of the systemic drug delivery [6]. In 

polymersomes targeting moieties can be conjugated to the end group of their 

hydrophilic polymer groups e.g. PEG and thus can be guided to specific sites 

(diseased area) in vivo. Roy et al. have shown the ability of PEG-b-PCL nanoparticles 

to specifically targeted to certain cells, especially Schwann cells and nerve fibres, by 

conjugating a short peptide sequence on their surface which binds to the tyrosine 

Kinase B (TrkB) receptor [42]. In addition in vivo studies with PEG-b-PCL 

polymersomes have shown that they can be targeted to and able to deliver drugs to 

neuronal cells as well as the outer ear hair cells after functionalisation of their surfaces 

with the appropriate targeting peptides [43, 44]. Furthermore, in vitro activation of TrkB 

receptors have been achieved by conjugation of a short peptide mimetic of human 

nerve growth factor β (NGFβ) on the surface of PEG-b-PCL polymersome 

nanoparticles [45]. Polymersomes functionalised with an antibody against the 

intracellular adhesion molecule-1 (ICAM-1) has been used to target endothelial cells 

in early inflammation [5]. In addition, polymersomes have successfully been used as 

vehicles for targeted delivery of siRNA to treat different types of cancer [46, 47]. 

Nanoparticles made of a cyclodextrin-based polymer functionalised with a ligand 

(transferrin protein) to interact with the transferrin protein receptors on the surface of 

cancer cells and loaded with the appropriate siRNA have been used in a clinical trial 

to decrease the expression of the M2 subunit of ribonucleotide reductase (RRM2) 

specifically in cancer cells of patients with melanoma [46].  
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Ligands attached to the surface of nanoparticles’ can also be used to assist 

nanoparticle uptake into cells. TAT peptide, derived from the HIV virus, contains a 

protein transduction domain which can be internalised by cells, the exact mechanisms 

by which it works remains uncertain [7]. NIR-emissive polymersome nanoparticles, 

once functionalised with the TAT peptide, showed enhanced cellular uptake without 

affecting cells’ viability [30].  

1.2.4 TAT peptide 

TAT peptide is a highly cationic peptide composed of 6 arginine and 2 lysine residues 

(sequence RKKRRQRRR) and belongs to the cell-penetrating peptide (CPP) family [48]. 

It was shown that these cationic residues are responsible for the translocation activity. 

When Arginine or Lysine was replaced with neutral residues (Alanine), cellular 

uptake was decreased showing that these cationic residues might be necessary for 

electrostatic interactions with the cell membrane such as interactions with lipid head 

groups or proteoglycans [48]. Membrane association of TAT peptide occurs at 

temperatures down to 40C, at this temperature is known that all cellular energy-

dependent pathways are inhibited. However, TAT peptide crosses the extracellular 

membrane in an energy dependent way and thus requires temperatures higher than 

40C and ATP. Once TAT is associated with the cell membrane is rapidly translocated 

at the cytosolic side probably within vesicle-like structures [49]. This is supported by 

findings of experiments with fluorescently labelled TAT peptide which showing that 

TAT in live cells is often observed as being punctuate or vesicular [50] and rarely 

diffused in cytosol [51]. TAT signal was detected close to the membrane at early points 

and at longer times was observed to form larger aggregations close to the nucleus and 

finally observed moving into the nucleus [49, 52].  
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In the present study, the TAT peptide was used to enhance the permeation of 

polymersomes into human endometrium, epithelial and stromal cells. The 

biochemical properties of this peptide are discussed below.   

1.3 Investigations of nanoparticles in the endometrium 

Nanoparticles have not yet been tested for the diagnosis or treatment of 

endometriosis, however, due to the accessibly of the pelvic cavity, where endometrial 

lesions are found, and the uterus where abnormal endometrial cells are exist (see 

Chapter 3.1.2.1) nanoparticles are a promising tool [53]. Nanoparticles could be 

delivered to the abnormal cells of the endometrium of women with endometriosis in 

order to prevent lesion formation. They could also be fluorescently labelled and 

targeted to the lesions in the pelvic area, which can be achieved due to the different 

properties of the cells that form the lesions compared with the cells that form the 

normal peritoneum (see Chapter 3.1.2.2), to specifically target them. This could help 

surgeons to identify and eradicate all stages and types of endometriotic lesions even 

the microscopic or clear lesions (see Chapter 3.1).  

1.3.1 Testing nanoparticles in primary cell cultures 

A lot of research has been done with established cell lines and NPs, usually loaded 

with a compound, such as a drug, in order to check their efficacy in vitro [2, 54]. The 

question that arises is whether established cell lines are adequate target cells with 

regard to clinical relevance of the results that derive from these studies. Primary cell 

lines isolated from target tissues are desirable for in vitro studies as these cells 

simulate the in vivo situation more closely than the established cell lines. On the other 

hand primary cell lines have some limitations, firstly they are not well characterized 

and secondly as they derive from different patients can behave differently in culture 
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conditions depending on the genetics and age of individuals from whom the tissue 

was obtained. However, primary cell lines are ideal tool in order to check a 

mechanism before ex vivo and in vivo experiments. Until today only few studies with 

primary cell lines and NPs have been done and the majority of them comprise only 

cytotoxicity tests [55]. Zhao et al. in delivery experiments have shown that chitosan 

NPs, loaded with EGFP DNA, are effective delivery vehicles by testing them in 

primary chondrocytes [56]. Although nanoparticles are very promising tools for drug 

or imaging agent encapsulation and their targeted delivery to the affected area (e.g. 

tumour site) there are still concerns related with their cytotoxicity which delay their 

usage in human therapy.  

Polymersomes are biocompatible and fully biodegradable nanoparticles which 

mean they have minimum in vivo cytotoxicity. This study intends to exploit cellular 

differences in eutopic endometrium (Chapter 3.1.2.1) and the advantages of 

polymersomes (PEG-b-PCL) biocompatibility, targeting and delivery of potential 

therapeutic drugs to aid diagnosis and treatment of endometrial pathology without 

the need for invasive surgical procedures such as laparoscopy.  

 

1.3.2 Nanoparticle’s intracellular fate 

As the therapeutic effect of the majority of the drugs is related with specific 

locations in the cell, their intracellular fate after internalisation is significant. 

Therefore it is pivotal to understand NPs’ internalisation mechanisms as these 

mechanisms determine the drug’s intracellular trafficking and the chemical 

environment that the therapeutic compound is exposed to. Whilst hydrophobic 

compounds with low molecular weights can passively pass through the cell 

membrane, other molecules such as hydrophilic molecules show limited uptake by 
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cells due to the lipids of cell membranes. In addition larger materials such as NPs 

enter cells via endocytosis [57]. In this mechanism, particles are surrounded by a lipid 

bilayer that completely isolates particles from the cytosol. Phagocytosis and 

pinocytosis are the two broad categories of endocytosis [58]. Phagocytosis generally 

happens in macrophages and dendritic cells. As this mechanism is one the first line of 

defence of the immune system, it is a continuing challenge to construct particles that 

could escape macrophage clearance and thus show prolonged circulation times. 

Pinocytosis occurs in almost all cell types and includes macropinocytosis, clathrin-

mediated endocytosis, caveolae-mediated endocytosis, and clathrin/caveolae 

pathways [58]. When the route of NPs’ uptake is clathrin-mediated endocytosis, 

particles uptake proceeds from early endosomes, to late endosomes, and onto 

lysosomes. Cargo that enters the cell via this route is subject of lysosomal 

degradation. If the caveolae-mediated route takes place, NPs are encapsulated within 

endosomes and then move to the Golgi apparatus or the endoplasmic reticulum. 

Finally, if macropinocytosis occurs, large endocytic vesicles up to 5μm in diameter 

are generated by actin driven invagination of plasma membrane [58, 59]. The endocytic 

vesicles in this case do not fuse with lysosomes. These vesicles are thought to be leaky 

compared to other types of endosomes. Thus cargo escape into the cytoplasm has 

been shown. For drug delivery, the most favourable pathways of internalisation are 

macropinocytosis and caveolae-mediated endocytosis as they are associated with less 

degradation of the cargo. NPs’ size, surface charge, surface functionality, 

concentration and incubation time are some parameters that affect their 

internalisation rates. 

Hence, it is important not only to show that NPs can enter the cell, but also 

understand their internalisation route and how they are able to release their cargo 

into the cell. To this end PEG-b-PCL polymersomes have been loaded with a model 

drug, FITC, to demonstrate NPs’ internalisations and intracellular payload release. 
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2.1 The reproductive system: Anatomy and physiology 

The reproductive system functions to allow oocyte fertilisation and embryo growth, 

fetal development and ultimately birth of a child. The female reproductive tract 

consists of the uterus, vagina, fallopian tubes and the ovaries (Figure 2.1). The vagina, 

also known as the birth canal, links the cervix with the outside of the body. The 

uterus is a pear-shaped organ which hosts the developing fetus. It is divided in two 

parts, the lower part of the uterus, the cervix that opens into the vagina and the 

corpus which is the main body of the uterus. The ovaries are small, oval-shaped 

glands which are found one in each side of the uterus. The function of the ovaries is 

to produce oocytes and hormones. Finally, the fallopian tubes are narrow tubes that 

are attached to the upper part of the uterus. The oocyte travels through the fallopian 

tubes from the ovaries to the uterus [60].  

 

Figure 2.1. Anatomy of the female reproductive tract. The internal reproductive organs in 

the female include the fallopian tubes, the ovaries, the uterus and the vagina. These organs 

are working together for the reproduction. 

 

The female reproductive system produces the female egg cells, the oocytes, 

which are necessary for the reproduction. The conception, the fertilisation of the 



Chapter 2 The reproductive system 

 

3

8 

38 

oocyte by a sperm, normally occurs in the fallopian tubes. The initial stages of 

pregnancy start once the fertilised egg implant into the walls of the uterus, a lining 

called the endometrium. If fertilisation and/or implantation do not take place, 

menstruation occurs (the monthly shedding of the uterine lining). The regulation of 

menstruation and uterus lining growth and renewal are controlled by the sex 

hormones, estrogen and progesterone. These hormones provide monthly, cyclic 

regulation of reproductive system [60]. 

2.2 The uterus: Anatomy and physiology 

The human uterus is a vital organ of the female reproductive tract. Its reproductive 

function is to receive, hold and nourish the fertilised ovum. The size of the uterus 

changes significantly during pregnancy. Its size in an adult non-pregnant female is 

about 7cm long, 5 cm wide and 2.5cm in diameter [60]. It is located in the pelvis 

between the bladder and rectum [61]. The uterine corpus is composed of a mucosa 

lining which lines the uterine cavity, it is also known as the endometrium. The 

endometrium is the cellular layer which faces the lumen of the uterus. The 

endometrium is functionally divided in layers the functional and the basal layer and a 

fibro-muscular layer, called myometrium (Figure 2.2) [60]. 
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Figure 2.2. Anatomy of the female reproductive tract. Illustration of the anatomy of the 

uterus showing the anatomical position of the different uterus layers, the endometrium and 

myometrium as well as the position of the fallopian tubes, cervix and vagina. 

The endometrium is made up of specialised cells which are able to accept the 

embryo and undergo cyclic changes in response to monthly fluctuations in pituitary 

gonadotropins (FSH, LH) and sex hormones (estrogen, progesterone) [60].  

 

Figure 2.3. Histology of endometrial tissue. (a) Endometrial tissue section stained with 

haematoxylin. Epithelial cells are observed forming the endometrial luminal border of the 

uterus and circular structures forming glands. Glands are surrounded by connective tissue 

stromal cells. (b) Close-up of a region of (a) showing the border of the tissue. (c) Illustration 
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of luminal endometrial boarder, glandular cells and stromal cells. 

The endometrium is broadly composed of two cell types, epithelial cells and 

stromal cells. Within this board classification there are subtypes of epithelial cells, 

columnar epithelium, which form the epithelial luminal border of the uterus and 

glandular epithelial cells which form endometrial glands. Stromal cells form the 

connective tissue which surrounds the glands (Figure 2.3) [62]. Endometrial stromal 

cells undergo major morphological changes which are related with the different 

phases of menstrual cycle. Stromal cells decidualize spontaneously under the 

influence of progesterone in order to prepare the endometrium for the implantation 

[62].  

2.3 The menstrual cycle 

The menstrual cycle is divided in three phases, the first phase of the menstrual cycle 

is the proliferative phase, which is followed by the secretory phase, and then by 

menstruation. During the menstrual cycle the morphological appearance of the 

endometrium changes [63]. During the proliferative phase the endometrium 

proliferates under the stimulation from estrogen and certain number of epithelial cells 

that from the columnar epithelium become equipped with cilia. In the secretory phase 

the endometrium attains its full maturity under the influence of progesterone and 

glandular structures become longer and tortuous [63] (Figure 2.4. b, c). At this stage full 

mature endometrium is ready to receive the embryo and this time period is termed 

the ‘implantation window’ [63].  
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Figure 2.4. Cellular morphological differences between the different menstrual phases 

under the influence of hormones. (a)The morphology of the endometrium changes due to 

different levels of pituitary gonadotropins (FSH, LH) and the ovarian hormones (estrogen, 

progesterone) during the menstrual cycle. (b), (c) Haematoxylin staining of endometrial tissue 

in proliferative and secretory phase shows straight, narrow glands and long, tortuous glands 

respectively. 

During the menstruation the cells which form the functional layer of the 

endometrium are shed; it is thought that the stem cells within the basal layer assist in 

the regeneration of a new functional layer after menstrual shedding [60]. The hormonal 

and endometrial changes which occur during the menstrual cycle are illustrated in 

Figure 2.5.  
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Figure 2.5. Hormonal and endometrial changes during the menstrual cycle. In a sexually-

mature human female there is a highly synchronised and interdependent series of cycles 

that take place. These cycles include the release of pituitary gonadotropins (LH and FSH) 

into the bloodstream, the ovarian steroid response cycle (estrogen synthesis and also later 

progesterone synthesis) and the uterine endometrium cycle of proliferation and destruction 

(menses). (Adapted from ib.berkeley.edu) 
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3.1 Endometriosis  

In order to translate the use of nanomedicine into clinical treatment of endometriosis, 

it is crucial to understand the salient clinical aspects of this entity. Endometriosis is a 

chronic disease characterised by the appearance of endometrial glands and stromal 

cells outside the uterine cavity. It is a very common gynaecological disorder affecting 

1 in 10 women of fertile age, causing pelvic pain, progressive dysmenorrhea, 

dyspareunia and infertility [64]. Endometriotic lesions are frequently found on the 

pelvic peritoneum, on the bowel, bladder, ovaries and uterosacral ligaments [65]. There 

is considerable variation in the stage, size, site and appearance of endometriotic 

lesions between patients [66]. Lesions can be of different colours, red, black, white or 

they can even be invisible (clear) (Figure 3.1.). The most common form of 

endometriosis is the pelvic endometriosis [67].  

 

Figure 3.1. Appearance of endometriotic lesions. The size, the colour the morphology and 

the site of the endometriotic lesions are variable. 
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3.1.1 Pathogenesis of endometriosis 

There are different theories on the pathogenesis of endometriosis. The first is the 

implantation theory which suggests the transplantation and then implantation of 

endometrial tissue outside the uterine cavity is a result of retrograde menstruation, 

where endometrial cells reflux back through the Fallopian tubes into the abdominal 

cavity where they implant [68]. Another theory is related to the common embryological 

origins of the endometrium and peritoneum, where either metaplasia or stem cell like 

activity within these embryological remnants results in the activation of the 

endometriosis. Many factors such as endogenous, biochemical or immunological 

factors can provoke the differentiation of undifferentiated cells into endometrial cells 

into endometriosis [68]. In vitro experiments indicated coelomic metaplasia of 

mesothelium when endometrial stromal cells and ovarian surface epithelium were co-

cultured with 17β oestradiol [69]. Finally morphologic observations have shown that 

endometriosis may be a serial change in the ultrastructural and histological 

characteristics from the adjacent mesothelial cells.   

3.1.2 Do women with endometriosis carry a unique molecular signature for 

targeting? 

The cellular and molecular changes of endometriosis within the eutopic and 

ectopic endometrium 

The search for the right ligand to target pathology within a biological system is 

always challenging for scientists in the nanomedicine field. In order to target a 

disease such as endometriosis, one needs to ensure that the treatment is not only 

sensitive but also specific so as to have significant clinical benefits with minimal 

adverse effects.  
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A significant number of studies in the literature already exist describing the 

molecular differences between the eutopic and ectopic endometrium of women with 

endometriosis and those without endometriosis. For example, it has been shown that 

endometrial cells from eutopic endometrium from women with endometriosis show 

decreased levels of apoptosis and in macrophage cytolysis with a parallel increase in 

the expression of anti-apoptotic genes such as Bcl-2 compared with endometrium 

from healthy women [70]. Thus accumulation and survival of endometrial cells in 

ectopic locations might be due to the ability of these cells to escape from apoptosis. 

Furthermore the eutopic endometrium from patients with endometriosis could have a 

predisposition to peritoneal implantation due to the higher expression of proteolytic 

enzymes such as matrix metalloproteinase (MMP). Endometrium from women with 

endometriosis when compared with endometrium from women without the disease 

expressed higher levels of MMP-2 and membranous type-1 MMP was observed. In 

parallel, these cells presented lower levels of the tissue inhibitor MMP-2 [71].  

Excessive endometrial angiogenesis has also been proposed to play a principal 

role in the development and maintenance of endometriosis as blood transporting 

nutrients and oxygen helps endometrial cells to survive [72]. This hypothesis is 

supported by the fact that there is a higher micro-vessel density, expression of 

vascular endothelial growth factor A (VEGF-A) within the glandular epithelium and 

expression of the vascular endothelial growth factor receptor 2 (VEGFR-2) in 

endometrial blood vessels in the eutopic endometrium of women with endometriosis 

compared with healthy women [73]. Although endometriosis is a condition often 

associated with increased angiogenesis within the endometrium, ironically the levels 

of the Prokineticin-1 (PROK1), an angiogenic factor implicated in the vascular 

function of peri-implantation endometrium and early pregnancy, were found to be 

significantly lower or even undetectable in patients with endometriosis [74]. The 
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relatively lower level of PROK1 expression was also apparent in primary endometrial 

stromal cells cultures from eutopic endometrium from women with endometriosis [74]. 

PRKO1 is normally expressed in the endometrium of women in reproductive age and 

especially during the secretory phase of the menstrual cycle and have been proposed 

to play principal role in implantation and placentation [75]. It has therefore been 

hypothesized that the lower levels of PRKO1 in endometriosis patients could play a 

part in poor implantation and subfertility.  

Furthermore, in eutopic secretory endometrium from women with 

endometriosis was observed that a number of progesterone-dependent genes were 

dysregulated, this is termed as ‘progesterone resistance’ [76]. Altered expression of 

progesterone receptor isoforms A and B or activation of inflammatory transcription 

factors could disrupt the interaction between the progesterone receptor and key 

transcriptional partners such as FOXO1 and HOX10 [77].  

Finally, the findings of altered expression levels of adhesion proteins in 

endometrium of women with endometriosis compared with endometrium from 

control women (healthy/non-endometriosis women) could explain the ability of these 

cells to attach in ectopic locations initiating endometriosis [78]. Changes in the eutopic 

endometrium from women with endometriosis were also observed using proteomics. 

Uterine fluid has been examined for the presence of protein biomarkers for 

endometriosis. A summary of the proteins with altered expression levels in the 

uterine fluid of women with endometriosis compared to uterine fluid from healthy 

women is presented in Table 3.1. 

Protein Name Functional groups 

Moesin (MSN),  Cytoskeleton and motility proteins 
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Beta actin (ACTB) 

14-3-3 protein sigma, Stratifin (SFN), 

14-3-3 protein gamma(YWHAG) 

Signal transduction and cell cycle 

regulation 

Glycodelin precursor (PAEP) 
Secreted protein (immunosuppressive, 

contraceptive activity) 

Table 3.1. Selection of proteins which display significant different expression levels in 

uterine fluid from women with endometriosis compared to uterine fluid from healthy 

women. Changes were observed in proteins implicated in cell signalling and movement, 

cytoskeleton structure and immune reaction [79]. 

Ectopic endometrium was associated with altered expression levels of 

metalloproteinase (MMP) compared with eutopic endometrium from healthy women 

[80]. MMP levels were significantly higher in ectopic endometrium and, in parallel, 

tissue inhibitor metalloproteinase-3 (TIMP-3) was significantly lower in normal and 

endometriosis patients [80]. Ectopic endometrium expressed higher levels of 

metalloproteinase-9 (MMP-9) and a higher ratio of MMP-9/TIMP-3, than eutopic 

endometrium [80]. Altered expression levels of adhesion proteins have been also 

observed in ectopic endometrium [78]. Finally, increased expression of the gene that 

encodes the vascular endothelial growth factor (VEGF) has been detected in ectopic 

endometrium of women with endometriosis [81, 82].  

It is important to note that thus far, there have been differential expressions of 

cellular and molecular markers identified between health women and women with 

endometriosis. However, there has yet been no studies describing a molecular 

signature solely unique to women with endometriosis, and for targeting purposes in 

the context of nanoparticles, this could be challenging in terms of finding the right 

ligand. 
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3.1.3 Current diagnosis and treatment of endometriosis 

Medical therapies for endometriosis involve the use of hormonal drugs in patients to 

supress the ovarian activity and encourage atrophy of ectopic lesions (Table 3.2). 

However, there are contraindicated in women trying to conceive and have unwanted 

adverse effects. Furthermore, recurrence of symptoms after discontinuance of 

treatment is very common [83]. 

Endometriosis Current treatment 

Incidence Medical Surgical 
Assisted 

reproduction 

Affecting 1 in 

10 women 

during the 

reproductive 

years 

 Non-steroidal 

anti-

inflammatory 

drugs (NSAIDs) 

 Laparoscopy 

 Hysterectomy, 

Bilateral 

oophorectomy 

 In vitro 

fertilisation 

(IVF) 

 Intrauterine 

insemination 

(IUI) 

 Gonadotropin 

therapy  

 Oral 

contraceptives  

 Gonadotropin 

releasing 

hormone (GnRH) 

analogues 

 Progestagens 

 Androgenic 

agents 

Table 3.2. Incidence and treatment options for management of endometriosis. 

Endometriosis is a prevalent disease, which is treated with surgical and systemic drug 

therapy  [86]. 

Visual inspection of the pelvis through laparoscopy is the most common 

surgical procedure used for the diagnosis of endometriosis. Diagnostic laparoscopy is 

the only test capable of diagnosing peritoneal endometriosis and adhesions [84]. The 

severity of the disease is classified according to the classification system formed by 

the American Society of Reproductive Medicine (ASRM) [85]. Laparoscopy is an 
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invasive procedure during which endometrial lesions are removed by resection and 

laser or diathermic ablation [86] (Table 3.2). Excision of endometriotic lesions reduces 

the pain associated with endometriosis [87].  

Whilst surgical treatment can effectively deal with the macroscopically visible 

lesions, microscopic, atypical in appearance or deeply located lesions are not visible, 

thus cannot be effectively removed. Endometriotic disease can also be widespread 

and often the only way of removing all the disease is to completely remove the 

peritoneum, a rather radical and often impractical approach with significant risks of 

adhesion formation/reformation. The disease has a high recurrence rate following 

surgery and 20% of patients who had surgery see very little symptomatic 

improvement and a further 20% of women have disease recurrence within 4 years. 

The problem is further exacerbated by, a significant delay in diagnosis [87, 88].  

Recently 5-aminolevulinic acid, which is a photosensitizer, was administrated 

intravenously 10-114 hours prior to surgery to women with suspected endometriosis. 

The authors reported detecting 100% of endometriotic lesions in non-pigmented areas 

compared to only 69% of sensitivity of endometriotic lesions visualisation under 

white illumination [89, 90]. 5-aminolevulinc acid is preferentially accumulated in 

endometriotic lesions, and thus significantly increased the sensitivity of detection of 

endometriotic lesions during laparoscopy. However this treatment is not currently 

used in routine diagnosis of clinical endometriosis. Clinically, a direct application 

method with immediate results will be preferable to a treatment, which required 

prolonged pre surgical workup and intravenous injections. 
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3.2 Endometrial Cancer 

According to the Centre for Disease Control and Prevention (CDC) an estimated 35 

thousand women in the United States are diagnosed with endometrial cancer 

annually. Hence endometrial cancer is the fourth most commonly diagnosed 

gynaecologic cancer. Furthermore, in Western Europe endometrial cancer is the 

seventh most common cause of death in women [91]. 

 The majority of endometrial carcinomas are cancers of the cells that form glands 

in the endometrium and called adenocarcinomas. The most common type of 

endometrial cancer is the endometrioid adenocarcinoma. Endometrial carcinomas 

which include squamous and undifferentiated cells are less common types of 

endometrial cancer. More than 80% of endometrial cancers are typical 

adenocarcinomas, also known as endometrioid cancers [92]. Endometrial tumours are 

categorized into different grades classified by the degree of abnormality of the 

glandular architecture [93] (Table 3.3). 

Tumour Grade Characteristics 

Grade 1 

 Lesion well-differentiated 

 Glandular pattern similar to normal endometrial glands 

Grade 2 

 Moderately well-differentiated lesion 

 Glandular structures admixed with solid areas of tumour 

Grade 3 

 Poorly differentiated lesion 

 Solid glandular structures with lack of identifiable endometrial 

glands 

Table 3.3. Tumour classification. Tumour is classified as grade 1, 2 and 3 by the degree of 

abnormality in the glandular architecture [93]. 



Chapter 3.      Pathophysiology of endometrium   

 

53 

3.2.1 Pathogenesis of endometrial cancer 

The exact cause of uterine cancer is not known [94, 95]. Estrogen stimulates the 

regeneration of the endometrium. Several studies have demonstrated that high 

estrogen levels cause excessive endometrial growth and cancer [94, 96]. Conditions such 

as diabetes and the use of Tamoxifen (a drug for breast cancer treatment and 

infertility) are some other factors which seem to increase the risk of endometrial 

cancer [97].  

3.2.2 Molecular basis of endometrial cancer 

Alteration of normal cells into tumour cells involves changes in the activity of a 

number of distinct genes and proteins in a cell, for example oncogenes, tumour 

suppressor genes, peptide growth factors and their receptors, G-proteins, nuclear 

transcription factors and finally DNA repair genes. The expression levels of the 

tumour suppressor gene, PTEN, which encodes a protein with tyrosine kinase 

function, have been described to be altered in more than 83 % of endometrioid 

carcinomas and 55 % of precancerous lesions. In addition, mutations in one copy of 

the p53 tumour suppression gene which leads to inactive protein product, have been 

reported in many types of cancer including endometrial cancer [98].  

Overexpression of Her-2/neu (Human Epidermal Growth Factor Receptor 2) and 

amplification of the gene have been shown in several types of cancer including breast, 

ovarian cancer and in 10‒15 % of endometrial cancers. Her-2/neu is an oncogene that 

encodes for a tyrosine kinase receptor involved in cell signalling. Furthermore, 

genetic alterations in endometrial cancers include up-regulation of ras proteins. 

Especially K-ras amplification and expression increases from primary to metastatic 

lesions and is related with the progression of the disease [99]. Ras proteins are a family 

of G proteins which play a crucial role in cellular proliferation. Mutations in the gene 
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that encode the K-ras protein have been shown to be occurred due to defects in the 

normal DNA repair during DNA replication in the number of the repeat elements in 

microsatellites [98,100]. Finally, the folate receptor (FR), also known as the high affinity 

membrane folate-binding protein, has been shown that is overexpressed in human 

tumours, including endometrial and ovarian cancer. FR is involved in folate transfer, 

a molecule which is implicated in numerous essential functions such as DNA 

replication, repair and methylation. While elevated expression of FR has frequently 

been observed in various types of human cancers, the receptor is generally absent in 

most normal tissues with the exceptions of choroid plexus, placenta, and low levels in 

lung, thyroid gland and kidney [101,102].  

Also, similar to the case of endometriosis, there are differential expressions of 

molecular markers in endometrial cancer but none of these are unique to the disease 

alone. Direct application of treatment within the endometrial cavity may be a possible 

route with the least side effects if nanoparticles were to be used for treatment. Whilst 

the latter route may be useful in locally invasive disease, for example the earlier 

stages of endometrial cancer, this route of delivery does not address treatment of 

diseased tissue that has metastasized. However, local delivery of nanoparticles 

directly inside the uterine cavity may provide a new paradigm for treatment of 

women with early stage disease who wishes to preserve their fertility or their uteri; 

currently their only option of treatment is to have a hysterectomy. 

3.2.3 Current diagnostic and treatment methods for endometrial cancer 

Treatment and diagnosis of endometrial cancer involves hormonal therapy, radiation 

therapy, chemotherapy and surgery (Table 3.4).  
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Endometrial Cancer 

Incidence Prognosis Current treatment 

Lifetime risk is 1 to 46 

women in UK 

5-year survival rates of 

greater than 70 % of the 

patients 

 Hormonal therapy 

 Radiation therapy 

 Chemotherapy 

 Surgery 

Table 3.4. Incidence, prognosis and treatment options for endometrial cancer management. 

Endometrial cancer is a disease with high incidence mostly in women older than 50 years and 

is currently treated with systemic administration of hormonal drugs, radiation therapy and 

chemotherapy. 

The surgical procedures involve total hysterectomy (removal of the uterine 

cervix and/or bilateral salpingo-oophorectomy) [103]. The majority of patients with 

endometrial cancer are diagnosed with disease confined to the uterus. Hysterectomy 

at this stage leads to a five year survival rate for approximately 70 % of the patients, 

with recurrences occurring -most commonly- within three years [91, 104]. Furthermore, 

current treatment methods for endometrial cancer are related to a range of unpleasant 

side effects. 
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4.1 Aim of the project 

The lack of effective diagnostic and treatment techniques for the early detection and 

therapy of both endometriosis and endometrial cancer make imperative the 

development of new therapeutic and diagnostic methods.  

In the last few and current years, nanomedicine has become a very fast moving 

field, which uses NPs in the discipline of medicine [1]. Various NPs have been 

developed (such as polymersomes, liposomes, micelles, metallic, magnetic and 

quantum dots) with a range of different characteristics and functionalities for 

application in imaging, diagnosis and treatment. Recently, targeted delivery of 

therapeutic or diagnostic agents using biocompatible and biodegradable NPs moved 

nanomedicine one step forward. Furthermore, proteomic methods can be used in 

order to identify novel biomarkers of endometrial pathology. These markers might 

then be synergistically employed in parallel with nanomedicine to enhance diagnosis 

and treatment of reproductive pathologies. 

The paradigm of using organic nanoparticles (NPs) was for the first time 

introduced in this project. Taking advantage of a number of physical and chemical 

properties that the NPs exhibit, materials of a size between 1‒100 nm were used as 

novel therapeutic tools to tackle this problem.  

 

The purpose of the current study was: 

1. to evaluate the uptake of PEG-b-PCL polymersomes by endometrial cells, 

2. to assess the delivery of hydrophilic compounds via PEG-b-PCL polymersomes 

into endometrial cells with and without functionalisation with TAT, a cell 

penetrating peptide.  
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Nanoparticles and Tissues used  

The polymersomes PEG-b-PCL and TAT-PEG-b-PCL were prepared and endometrial 

tissue collected with pipelle biopsy from patients with fertility problems, infertility or 

chronic pelvic pain (Table 5.1). Then, the tissue was either incubated with 

polymersomes, fixed, cut in thin sections using a cryostat and the uptake of NPs by 

the ex vivo endometrial cells was checked using immunohistochemistry, or the tissue 

was digested, and following a particular procedure primary endometrial stromal 

cells, were isolated and cultured.    

5.1 Polymersome preparation and characterisation  

5.1.1 Polymersome preparation  

Poly (ethylene glycol)-block-poly (ε-caprolactone), (PEG5K-b-PCL5K), block of 

copolymers were used for the polymersomes preparation supplied from Sigma 

Aldrich, UK. For the preparation of polymersomes loaded with sodium fluorescein, 

PEG-b-PCL blocks of copolymer (6.0 mg) were dissolved in 0.4 ml of anhydrous 

dimethylformamide (DMF) and the solution was placed in ultrasonic bath until it 

completely dissolves. Then the solution was added dropwise to 1.6 ml sodium 

fluorescein solution while being stirred rapidly. The solution was then transferred 

using 1 ml syringe into the dialysis tubing to separate against phosphate buffer saline 

(PBS) (300 ml). The PBS solution was changed three times within 24 hours. After these 

changes the sample was removed from the dialysis tubing and the nanoparticles were 

separated using size exclusion columns (Sephadex G-25, Sigma UK). Through this 

process any sodium fluorescein not encapsulated in the polymersomes is also 

removed. The NPs solution is filtered with 0.2 μm syringe filter into sterile eppendorf 

just before its usage.  
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The preparation procedure of the polymersomes which were functionalised 

with TAT peptide (CYGRKKRRQRRRA) on their surface and loaded with sodium 

fluorescein was the same as described above. The only difference is that 1.0 mg TAT-

PEG-b-PCL and 5.0 mg of PEG-b-PCL were mixed and dissolved in 0.4 ml DMF 

(Figure 5.1). 

 

Figure 5.1. Polymersome preparation. PEG-b-PCL block copolymer chains self-assemble in 

an aqueous environment to form polymersome structures. A hydrophobic membrane is 

formed by the PCL units of the polymer while the PEG units form a hydrophilic corona and 

line the interior cavity of the polymersome. The surface can be functionalised with targeting 

moieties (TAT). Polymersomes can also be loaded with hydrophilic compounds, sodium 

fluorescein. 
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5.1.2 Dialysis tubing preparation  

Glycerol, heavy metals and sulphur compounds must have been removed before the 

dialysis tubing was used. 300 mL distilled water warmed up to 80C, 6 g of sodium 

carbonate and 0.2 g of EDTA were added and left to stir for one hour. After one hour 

the heat was turned off and the dialysis tubing (Sigma UK) was added in the solution 

which was left stirring for another one hour. The dialysis tubing step is important 

because the polymer solution, which was dissolved in the DMF, was replaced with 

PBS. Thus, the sample was not cytotoxic. In addition, this step allows the removal of 

all the un-encapsulated fluorescein. 

5.1.3 Preparation of size separation columns 

Size exclusion columns contain a gel which was made of porous dextran beads. Small 

molecules are able to pass through the pores, while bigger molecules such as the 

nanoparticles could only travel around the beads and thus needed less time to pass 

through the column.  

To prepare the column, a white frit was pushed to the bottom of an empty 

PD‒10 column (Sigma, UK). 2.1 g of Sephadex G-25 was added to each column and 

Milli Q PBS was then poured in to hydrate the Sephadex. The hydrated Sephadex in 

the column was left to stand for at least 4 hours. Afterwards, excess PBS was removed 

from the top of the column and the tip on the other end of the column was cut off to 

elute the PBS. A second frit was then added on the top layer. Before adding the 

sample, a small amount of PBS was allowed to elute through the column. After the 

sample was added, the elute was collected serially in four sterile eppendorf tubes, 

with one eluate containing the nanoparticles. 
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5.1.4 Polymersome NPs characterisation: Dynamic light scattering 

The size of the polymersomes was measured with a method called dynamic light 

scattering (DLS). DLS measures the hydrodynamic diameter by shining a laser at the 

sample and then measuring the diffracted light at a set angle (usually 90 degrees). 100 

μl of the polymersome solution were taken using a 1 ml syringe without needle and 

diluted in 2 ml PBS. Before measuring, samples were filtered using a 0.2 μm syringe 

filter into a cuvette. The information that one gets from the Nanosizer is the average 

size of the particles and the width of the peak (Figure 5.2). The width indicates the 

distribution of the particle’s size. 

 

Figure 5.2. Results from the Nanosizer. The graph demonstrates the average size of the 

particles and the width of the peak. The diameter of the particles in the above example is 

45.58 nm and the width 7.402 nm thus the size of the particles is 45.58 ± 7.402. 

5.2 Collection of Endometrium  

Twenty one women of pre-menopausal age with and without endometriosis (Table 

5.1) undergoing laparoscopy or hysteroscopy at Princess Anne Hospital, 

Southampton, UK for benign gynaecological disorders gave informed consent for 

pipelle biopsy. Endometrium was collected by an endometrial pipelle biopsy 
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(Endocell, Wallach Surgical Devices Inc, USA). All the patients had no hormonal 

treatment for three months, were between 18-45 years and were not suffering from 

any type of cancer or infection. For each patient, information including their 

menstrual cycle stage, fertility problems, medical history, medication, BMI and 

smoking history was recorded. Finally, the different stages of endometriosis in 

patients who were diagnosed with the disease were defined according the American 

Fertility Society (AFS) score.  
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Sample 

number/ 

recruitment 

number 

Endometriosis

/Control 

Phase of cycle 

 

Tissue 

integrity 

Good/Bad 

Tissue 

sectioned  

Y/N? 

Immunoh

istochemi

stry to 

assess NP 

uptake 

Y/N? 

1/280 Control Proliferative Bad Y Y 

2/297 Endometriosis Unknown Bad Y Y 

3/294 Endometriosis Secretory Bad Y Y 

4/311 Control Secretory Good Y Y 

5/291 Endometriosis Secretory Bad Y N 

6/293 Endometriosis Secretory Bad Y N 

7/305 Control Proliferative Bad Y N 

8/292 Control Secretory Bad Y N 

9/316 Control Secretory Good Y Y 

10/295 Control Unknown Bad Y Y 

11/315 Control Secretory Good Y Y 

12/321 Control Secretory Good Y Y 

13/326 Endometriosis Proliferative Bad Y N 

14/327 Control Proliferative Good Y Y 

15/325 Endometriosis Secretory Good Y Y 

16/330 Control Proliferative Medium Y N 

17/324 Control Proliferative 

Tissue 

treated 

with TAT 

NPs‒bad; 

Control 

tissue 

(PBS)‒good 

integrity 

Y N 

18/352 Unknown Secretory Not cut yet N N 

19/353 Unknown Secretory Not cut yet N N 

20/281 Control Secretory Bad Y N 

21/296 Control Proliferative Bad Y N 

Table 5.1. Summary of the biopsies that have been collected. Endometrial biopsies from 21 

patients have been collected. The integrity of the tissue has been checked for 19 of them. 12 

showed bad tissue integrity and 7good, the rest of the tissue hasn’t been checked yet. Tissue 
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from 6 patients has been processed for immunohistochemistry. Is unknown whether or not 

the patient had endometriosis when laparoscopy has not taken place; (Y= YES, N=NO). 
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5.3 Incubation of ex-vivo endometrial tissue with polymersomes 

After the collection of the endometrium tissue, the tissue was immediately placed in a 

0.9% saline solution (at room temperature). Once the tissue was transferred from the 

operating theatre to the laboratory, it was placed in fresh saline in order to wash off 

the blood, and then was cut in small pieces (about 1 cm each). Endometrial segments 

were then incubated with polymersomes which were either functionalised with the 

TAT peptide or not, for ten minutes at room temperature. Then the tissue segments 

were washed twice in PBS (five minutes per time) in order to remove any unbound 

polymersomes. The tissue was then fixed in 0.5% of PFA and kept overnight at 4C. 

The following day the segments were cryoprotected in 30% sucrose, and again kept 

overnight at 4oC. Finally, the tissue was embedded in OCT and cut in 7 μm thick 

sections using a cryostat. The method is schematically presented in Figure 5.3.  

 

Figure 5.3. A flow chart of the method for treating tissue with the NPs, fixation and 

processing. The tissue is collected by a pipelle biopsy then is incubated with NPs, fixed and 

cut using a cryostat in 7 and 12μm thick sections. 
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5.4 Hematoxylin staining of endometrial tissue 

The integrity of the tissue and the viability of the cells was tested using Hematoxylin 

staining which stains the nuclei purple‒blue. Firstly, the tissue sections kept warmed 

at 37°C for 15 minutes. Then the sections were rinsed in distilled water for two 

minutes, and then stained with hematoxylin (Sigma, USA) for five minutes. 

Afterwards, the sections were rinsed in water, then decolorised by dipping twice in 

acid alcohol (1% acid-70% ethanol), rinsing in water in between. Hematoxylin stain 

was then differentiated by rinsing the sections with tap water for two minutes. Once 

the hematoxylin stain had turned the tissue blue, the tissue was rinsed and then 

dehydrated by placing it through a series of increasing alcohol concentration (70%, 

80%, 90% and 100%) for five minutes at each concentration . Finally, sections were 

cleared twice for ten minutes by dipping in xylene before coverslipping with DPX 

(Leica UK).   

5.5 Immunohistochemistry  

Initially, tissue sections were kept warmed at 37°C, then rinsed in PBS and ‘blocked’ 

in serum for one hour. Sections were then incubated with the primary antibody. One 

section was incubated with PBS only, to serve as a secondary antibody only control. 

Another section was incubated with an anti-Mucin-1 antibody, to serve as a positive 

control to demonstrate the efficacy of the immunohistochemistry (IHC) protocol. The 

tissue sections were then rinsed twice in PBS Tween (0.05% concentration) for five 

minutes, before being treated with the secondary antibody. The secondary antibody 

was again rinsed off in PBS Tween (0.05% concentration) twice, for five minutes per 

wash. Removal of autofluorescence was achieved by incubating the section in 0.1 % 
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Sudan Black for 1 hour at room temperature, before treating with the secondary 

antibody.  

In the IHC experiments when the primary interest was to detect the released of 

sodium fluorescein, in the form of fluorescein isothyocyanate (FITC), from 

polymersomes, tissue sections were incubated with the a-FITC biotinylated antibody 

overnight at 4C (dilution 1:200). Streptavidin‒546 (red signal) or Streptavidin‒488 

(green signal) used then used as secondary antibodies at 1:200 dilution.  

When the a-MUC-1 antibody was used, the sections were incubated with the 

antibody overnight at 4C in a dilution of 1:200. The goat- anti-mouse -546 antibody 

was utilized as secondary antibody (dilution 1:200). 

Furthermore, when Vimentin and Cytokeratin antibodies were employed in the 

IHC experiments, they were both used at a dilution of 1:700 and the tissue sections 

were incubated for one hour at room temperature (RT). The goat-anti-mouse-546 (red 

signal) was then used as a secondary antibody for both antibodies. In addition, both 

antibodies were raised in mouse, hence it was not possible to stain the same tissue 

section with both antibodies. The primary antibodies and the dilutions that were used 

for these experiments are summarized in Table 5.2. 

Moreover, when the a-FITC biotinylated antibody was used together with either 

Vimentin or Cytokeratin in a co-localisation assay, the antibodies were used at the 

same concentrations, as described above. However the tissue sections were incubated 

for 90 minutes in the case of a-FITC and Vimentin co-localisation, and 60 minutes for 

a-FITC and Cytokeratin. Streptavidin-488 was used as secondary antibody for a-FITC 

and the goat-anti-mouse-546 antibody was used as secondary for both Vimentin and 

Cytokeratin. 
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Antigen Source Dilution 

FITC Vector 1:200 

Vimentin Millipore 1:700 

Cytokeratin Abcam 1:700 

Mucin-1 Abcam 1:200 

Table 5.2. Primary antibodies dilutions. The table summarize the primary antibodies and the 

dilutions that have been used for these experiments. 

5.6 Primary endometrial stromal cells culture  

5.6.1 Making of the media SKUT 

For culturing and expanding Endometrial Stromal Cells (ESCs), DMEM/F12 

(Dulbecco’s Modified Eagle Media) without phenol red (pH indicator) mixed with 

10% FCS (Fetal Bovine Serum), 1% penicilin/streptavidin, 1% amphotericine B and 1% 

L-Glutamine was used. DMEM medium with the aforementioned ingredients and 

normal FCS will be henceforth called SKUT. Phenol red was not included because it 

contains several growth factors, and since ESCs are prone to respond to these growth 

factors, it may infuence their migration and thus affect the experimental outcomes. 

5.6.2 Preparation of endometrial stromal cells from fresh tissue 

Endometrial tissues were collected with pipelle biopsy from patients with fertility 

problems. Tissues were immediately placed in Falcon tubes containing DMEM/F12. 

The tissue biopsy was then placed in a petri dish and washed with a small amount of 
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serum free-DMEM. All fluid around the tissue was removed and the tissue was cut 

using sterile scalpels in a sterile petri dish. In order to increase the surface area 

available for digestion, the tissues were cut into smaller pieces of no more than 2mm. 

The pieces of tissue were transferred into a falcon tube containing Digest medium 

(serum free-DMEM with collagenase). Tissue was digested in an incubator at 37C by 

stirring lightly for 60 minutes every 5 min. This process enables the stromal cells to 

come apart from the glands and float individually in solution. When tissue was fully 

digested, SKUT medium was added in order to stop the action of collagenase and 

cells were then spun. Supernatant medium, which contained the epithelial glandular 

cells, was aspirated and the remaining stromal cells were gently resuspended with a 

small amount of SKUT and finally topped up to 1ml SKUT. The aforementioned 

solution of cells and SKUT was added in two T75 flasks (0.5 ml in each flask), which 

were filled beforehand with 12ml SKUT media. The flasks were then placed in the 

incubator (37C) and media replaced with new medium 3 hours later. 

5.6.3 Changing media for cultured endometrial stromal cells 

SKUT medium was warmed in the incubator or in warm water bath at 37C. Culture 

flasks were removed from the incubator and the cells were checked under the 

microscope in order 1. to see whether the cells were alive and attached to the plastic 

bottom of the flask and 2. to assure that the cell culture was not contaminated. All 

media was then aspirated from the culture flasks and fresh cultured media was 

aliquoted in the flasks (4ml in T25, 12ml in T75). Finally the appearance of the cells 

was checked again under the microscope and the flasks were returned to the 

incubator. 
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It is worth noting that the primary protocol suggested that the media should be 

changed every second day. However as cells release several growth factors that are 

necessary for their growth and maintenance into the medium, it was decided that the 

media is changed every four days.  

5.6.4 Splitting cultured endometrial stromal cells 

Culture flasks were removed from the incubator and the appearance of the cells was 

checked under the microscope. All media were removed from the flasks and cells 

were washed with 1.5x culture volume with PBS by gently rinsing the total surface of 

the flasks (without causing any spillage) and aspirating PBS. Trypsin-EDTA was 

aliquoted (1ml/T25 and 3ml/T75) in each culture flask and the total surface was rinsed 

gently. Culture flasks were then returned to the incubator for 3-5 min. To stop 

trypsinization 2x culture volume of SKUT media was added, and cells were then 

harvested and transferred to falcon tubes. Cells were spun down for 3 min at 

1200rpm, with the supernatant aspirated and cells resuspended with a small volume 

of SKUT medium. Finally cells were transferred equally into 3 flasks (1:3 split) and 

the appearance of the cells was again checked under the microscope before the flasks 

were returned to the incubator. 

5.6.5 Freezing endometrial stromal cells 

Freezing media (FCS / 10% DMSO) were prepared. The media and the Cryobuddy 

were placed on ice and the appearance of the cells were checked under the 

microscope if they are 80% confluent. All media were aspirated from culture flasks 

and cells were washed with 1.5x serum-free DMEM by gently rinsing the total surface 

of the flasks (without causing any spillage). The DMEM was then aspirated. Trypsin-
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EDTA was aliquoted into each culture flask (1ml/T25 and 3ml/T75). The culture flasks 

were then placed in the incubator for 3-5 min. Cells were checked regularly for 

completed trypsinization. To stop trypsinization, 2x culture volume of SKUT media 

was added, cells were then harvested by transferring into falcon tubes. The cells were 

then spun for 3 min at 1200 rpm (670g). The supernatant was aspirated and cells were 

resuspended by adding freezing media (3ml FCS/10% DMSO for T75 and 1ml 

FCS/10% DMSO for T25). Cell suspension was aliquoted into the cryovials and placed 

directly on ice. Vials were transferred to the Cryobuddy and stored at -80C. 

5.6.6 Thawing endometrial stromal cells 

Vials were removed from the -80C freezer and cells were thawed in a 37C water 

bath or in the incubator. Once the cells were partially thawed (forming an “ice cube”), 

they were taken out of the water bath or incubator. Cells were then mixed gently and 

added to T25 or T75 flasks. As each vial contains about 500,000 cells, 2 vials were used 

for the T25 flask. The appearance of the cells was checked under the microscope and 

the flasks were placed in the incubator. Five hours later, cells were checked again 

under the microscope and the medium was changed. This step is important in order 

to remove the DMSO. The media was then changed every 4 days. 

5.6.7 Incubation of endometrial stromal cells with PEG-b-PCL polymersomes 

loaded with FITC 

Split cells in 12 well plates  

SKUT media was added to each well in a 12-well plate at 1.5ml/well and the plates 

were placed in the incubator for 15 min to equilibrate. Cells from one T75 flask were 

split into 12-well plates by adding 40,000 cells per well. Once the cells were 70% 
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confluent, they were transferred to a 0.5% Low Serum Media (containing only 0.5% 

FCS) 24 hours prior to NPs incubation. 

NPs incubation 

50% of the cultured media (in low serum), called conditioned media, was removed 

from the cells and added into sterile falcon tubes. Cells were placed back in the 

incubator. An equal volume of fresh low serum media was also added in the falcon 

tube. This was the solution in which the nanoparticles were then diluted in.  

5.6.8 Immunohistochemistry of biotinylated FITC 

In the IHC experiments, the primary interest was to determine whether PEG-b-

PCL NPs can get into the endometrial cells in vitro and release their cargo of FITC. For 

this purpose, cells were first washed twice with pre-warmed PBS and then were fixed 

with 0.5% PFA in PBS for 15 minutes at RT. PFA was then washed x3 with PBS-

Tween (0.001%). Cells were then blocked with 5% Normal Goat Serum (NGS) for 

30mins at RT in order to avoid unspecific binding of the antibody. The blocking 

solution was then aspirated and the primary antibody (a-FITC biotinylated at 1:200 

dilution) was added for overnight incubation at 4C. The primary antibody was then 

washed off x3 with PBS-Tween and cells were then incubated with the secondary 

antibody (Streptavidin-488 at 1:200 dilution), for one hour at RT. The secondary 

antibody was then washed off x3 with PBS-Tween, then covered with DAPI 

(ProlongAntiFade) mounting medium and dried for almost 24 hours in the dark. 

 

5.6.9 Polymersomes’ uptake by primary endometrial cell 
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Pipelle biopsy was obtained from patients undergoing laparoscopy. 

Endometrial tissue from 6 patients with gynaecological problems has been collected. 

Tissue was first dissected and endometrial stromal cells were separated from 

epithelial cells. Endometrial stromal cells were then cultured, maintained and finally 

divided in 12 well plates for the NPs experiment. FITC signal from the NPs were 

detected with immunohistochemistry as mentioned above. 

Endometrial stromal cells were incubated with PEG-b-PCL polymersomes 

loaded with FITC and labelled with TAT peptide for 10, 45 and 90 minutes. 

Immunohistochemistry was then performed, firstly to investigate whether NPs are 

taken up by endometrial cells; secondly, to determine if they release their model 

hydrophilic cargo (i.e. FITC) into the cells; and finally, to observe how signal from 

FITC changed over time. Endometrial stromal cells were counted for dead cells before 

and after incubation with polymersomes in order to be checked whether particles are 

toxic for cells or not. The hypothesis was that polymersomes were not toxic for the 

cells as they were made of the biocompatible polymers PEG. PEG is broadly used in 

nanomedicine as a coating polymer for nanoparticles in order to increase their 

circulation time by evading the cells’ immune system. In addition DMF, the only toxic 

chemical that was used during polymersomes’ preparation, was removed using 

dialysis tubing when the sample was dialyzed against PBS (Chapter 5.1.2). Previous 

experiments by co-workers with PEG-b-PCL polymersomes and fibroblasts have 

shown that these particles were not toxic to the cells.  
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6.1 Patients  

Pipelle biopsy was obtained from patients undergoing gynaecological laparoscopic 

procedures. For the ex vivo experiments, endometrial tissue was obtained from 

patients with or without endometriosis at different stages of the menstrual cycle.  

In total, tissue from 21 patients was collected; seven patients were in the 

proliferative phase when the biopsy was taken, twelve in the secretory phase and two 

patients whose phase in the cycle was unknown as the women did not provide this 

information (Table 5.1). Endometrial tissue was first sectioned and stained with 

hematoxylin stain to check the integrity of the tissue, and then NPs were labelled 

using immunohistochemistry techniques (Chapter 5.4 and 5.5). 

6.2 Hematoxylin staining to check tissue integrity  

The endometrial tissue was collected from the patients and then sectioned. However, 

before any immunohistochemistry experiments were conducted, sections were 

stained with hematoxylin in order to check for tissue integrity and cell morphology 

(see Chapter 5.4). This was a necessary first step in the series of experiments 

conducted in this project, as it was very important to ensure the reproducibility and 

reliability of these experiments.  

In total, tissue blocks from 19 different patients was sectioned and stained with 

heamatoxylin and six of these showed good cellular integrity (sections from patient 

numbers 316, 321, 315, 327, 311 and 325; Table 5.1). Images from hematoxilyn staining 

from patients numbers 315, 321, 316, as well as tissue sections from patients numbers 

280, 297, 294 and 311 that showed poor integrity are displayed in Figures 6.1, 6.2 and 

6.3.  
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Figure 6.1. Hematoxylin staining of endometrial tissue. Functional layer of endometrial tissue stained with Hematoxylin. (a, c) 

Endometrial sections from patients numbers 315 and 321 show good tissue integrity. Epithelial cells form intact glandular 

structures and the cellular layer close to the endometrial lumen. Stromal cells can be observed forming the connective tissue 

surrounding intact glands. (b, d) Close-up of a region from images (a) and (c). 



Chapter 6.     Results  

  

 

86 

 

 

Figure 6.2. Hematoxylin staining of endometrial tissue. Functional layer of endometrial tissue stained with Hematoxylin. (a) 

Endometrial sections from patient number 316 show good tissue integrity. Epithelial cells form intact glandular structures and the 

cellular layer close to the endometrial lumen. Stromal cells can be observed forming the connective tissue surrounding intact 

glands. (b) Close-up of a region from image (a). 
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Figure 6.3. Hematoxylin staining of endometrial tissue. Hematoxylin staining of functional layer of endometrial tissue from 

patient numbers 280, 297 and 294 showed poor tissue integrity. Endometrial glands are not intact and holes appeared at the 

connective tissue which surrounds the glands.
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6.3 Synthesis of polymersomes: assessment of size distribution  

The size of the polymersomes is measured with the method called, dynamic light 

scattering (DLS). DLS measures the hydrodynamic diameter. The polymersomes were 

freshly prepared by standard techniques (see Chapter 5.1), however their size 

distribution had to be assessed, using dynamic light scattering (DLS) technique before 

they were introduced into the experiments. It was important that the NPs were 

monodispersed, i.e. the whole population of NPs had to be of similar size, firstly in 

order to show that the experiments are repeatable (standardization) and secondly 

because cellular uptake of NPs is size-dependant.  

The size of the PEG-b-PCL polymersomes which were used in these 

experiments, the date of their preparation and the tissue that was incubated with 

them are shown in Table 6.1. 

Date of synthesis of 

NPs 

Patient recruitment 

number used for 

endometrial tissue 

incubation 

Diameter of the polymersomes 

(nm) 

16.07.12 311 
No TAT:     69.48 ± 17.10 

TAT:      83.03 ± 20.75 

01.10.12 321 TAT:      73.26 ± 16.78 

15.10.12 326, 27 No TAT:     46.34 ± 7.46 

22.10.12 325, 324, 330 
No TAT:     45.58 ± 7.40  

TAT:     62.12 ± 11.76 

Table 6.1. Nanoparticle size distribution. Nanoparticles with and without TAT peptide on 

their surface were checked after their preparation and tissue incubation for their 

monodispersity using dynamic light scattering. 
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Details of the DLS results (Chapter 6.2.4) with regards to the polymersomes 

displayed on Table 6.1 are presented in figures 6.4 to 6.7.  

 

 
 

Figure 6.4. Characterisation with DLS of TAT and No TAT polymersomes made on 16.07.12 

used for tissue from patient number 311. (a) Polymersomes functionalised with TAT peptide 

on their surface, Z-Average (diameter): 69.48 nm and width 17.10 nm (size: 69.48 ± 17.10 nm). 

(b) Polymersomes without TAT peptide on their surface, Z-Average: 83.03 nm and width 

20.75 nm (size: 83.03 ± 20.75 nm). 
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Figure 6.5. Characterisation with DLS of TAT and No TAT polymersomes made on 01.10.12 

used for tissue from patient number 321. Polymersomes functionalised with TAT peptide on 

their surface, Z-Average (diameter): 73.26 nm and width 16.78 nm (size 73.26 ± 16.78 nm). 
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Figure 6.6. Characterisation with DLS of TAT and No TAT polymersomes made on 15.10.12 

used for tissue from patient numbers 326 and 327. Polymersomes functionalised with TAT 

peptide on their surface, Z-Average (diameter): 46.34 nm and width 7.46 nm (size 46.34 ± 7.46 

nm).  

 

Figure 6.7. Characterisation with DLS of TAT and No TAT polymersomes made on 22.10.12 

used for tissue from patient numbers 325, 324 and 330. (a) Polymersomes without TAT 

peptide on their surface, Z-Average (diameter): 45.58 nm and width 7.40 nm (size: 45.58 ± 7.40 
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nm). (b) Polymersomes functionalised with TAT peptide on their surface, Z-Average 

(diameter): 62.12 nm and width 11.76 nm (size: 62.12 ± 11.76 nm). 

These results show clearly that the process of polymersomes synthesis was 

repeatable, producing polymersomes of similar size. Thus the only variable 

parameter in the experiments presented below was the tissues/endometrial cells, 

which were collected from different patients every time.  

6.4 Uptake of polymersomes by ex vivo human endometrium and release of 

fluorescent FITC load into the tissue 

Immunohistochemistry was performed to investigate the localisation of the NPs in 

the endometrial tissue. As previously described (see Chapter 5.1.1) polymersomes 

were loaded with sodium fluorescent (cargo) to allow assay of positive cellular 

uptake of NPs and the release of this model cargo.  

To make sure that the uptake of fluorescence was dependent on the NPs, control 

experiments were used. In the control experiments, sections of endometrial tissue 

were treated only with PBS without polymersomes as a control for FITC uptake 

without NPs (Figure 6.8). In addition Mucin-1 (MUC-1), a glycoprotein which lines 

the apical surface of epithelial cells, was used as a marker of epithelial cells. MUC-1 

was detected on the lumen side of epithelial cells which form glands and the borders 

of the endometrial tissue. MUC-1 was used as positive control to demonstrate the 

efficacy of the IHC protocol and the presence of endometrial glands in the sectioned 

tissue (Figure 6.9). Finally as a third control tissue, sections were incubated only with 

the secondary antibody in order to check if the secondary antibody binds non-

specifically on the tissue. These controls were repeated in every IHC experiment. 
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Figure 6.8. Anti FITC labelling in tissue treated with PBS (No NPs) for 10 min at room 

temperature. Tissue sections were incubated with PBS and not polymersomes are processed 

for IHC. (a) No signal at the wavelength of FITC (518nm) was observed. (b) Stain of cell 

nucleus with DAPI (blue). (c) Overlay image of images (a) and (b). 
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Figure 6.9. MUC-1 positive control. Functional layer of endometrial sections stained with 

MUC-1. MUC-1 can be observed marking the inside of glands demonstrating intact glandular 

structures (yellow stars) and the luminal surface of the epithelial cells that form the borders of 

the endometrial tissue (green stars). 

 

FITC is water soluble, highly fluorescent and has an excitation of λex 496nm and 

an emission at λem 521nm. However, in aqueous solutions at concentrations above 2.7 

mmol it self-quenches and does not fluoresce. When FITC is encapsulated in the 

aqueous core of polymersomes above the quenching concentration, as what 
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happened in these experiments, it creates non-fluorescent PEG-b-PCL polymersomes 

carrying a payload which will fluoresce once released into cells. 

Immunohistochemistry of the tissue sections which were incubated with 

polymersomes (concentration 3 μg/ ml), and functionalised with TAT peptide for 10 

minutes at room temperature, shows that polymersomes are taken up by both 

stromal and epithelial cells (Figures 6.10 to 6.13).  

 

Figure 6.10. Functional layer of endometrial tissue from patient numbers 321 and 311 was 

incubated with polymersomes with TAT peptide on their surface at the concentration of 
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3ug/ml, sectioned in 7μm thick sections and labelled for NPs. Endometrial tissue from patient 

number 321 was incubated with polymersomes. (a) 40x magnification image showing that 

polymersomes are taken up by endometrial stromal cells and release their cargo FITC into 

them (green). (b) Overlay image of DAPI (blue) which stains the cell nucleus and FITC 

(green). (c, d) close-up (100x magnification) of a region (a, b) presenting FITC signal in 

endometrial cells. Endometrial tissue from patient number 311 was incubated with 

polymersomes. (a) 40x magnification image showing that polymersomes are taken up by 

endometrial epithelial cells, which form the borders of the endometrial tissue, and release 

their cargo FITC into them (green). (b) Overlay image of DAPI (blue) which stains the cell 

nucleus and FITC (green). 
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Figure 6.11. Functional layer of endometrial tissue from patient number 325 was 

incubated with polymersomes with TAT peptide on their surface at the concentration of 

3ug/ml, sectioned in 7μm thick sections and labelled for NPs. Endometrial tissue from 

patient number 325 was incubated with polymersomes. (a) 40x magnification image 

showing that polymersomes are taken up by endometrial stromal and epithelial cells and 

release their cargo FITC into them (green). (b) Overlay image of DAPI (blue) which stains 

the cell nucleus and FITC (green). (c, d) close-up (100x magnification) of a region (a, b) 

presenting FITC signal in endometrial stromal cells. (e, f) close-up (100x magnification) of a 
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region (a, b) presenting FITC signal in endometrial epithelial cells.  

 

Figure 6.12. Functional layer of endometrial tissue from patient numbers 315 and 316 was 

incubated with polymersomes with TAT peptide on their surface at the concentration of 

3ug/ml, sectioned in 7μm thick sections and labelled for NPs. Endometrial tissue from 

patient number 315 was incubated with polymersomes. (a) 40x magnification image 

showing that polymersomes are taken up by endometrial stromal cells and release their 

cargo FITC into them (green). (b) Overlay image of DAPI (blue) which stains the cell nucleus 

and FITC (green). (c, d) close-up (100x magnification) of a region (a, b) presenting FITC 
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signal in endometrial stromal cells. Endometrial tissue from patient number 316 was 

incubated with polymersomes. (a) 40x magnification image showing that polymersomes are 

taken up by endometrial stromal cells and release their cargo FITC into them (green). (b) 

Overlay image of DAPI (blue) which stains the cell nucleus and FITC (green). 

 

Figure 6.13. Functional layer of endometrial tissue from patient number 327 was 

incubated with polymersomes with TAT peptide on their surface at the concentration of 

3ug/ml, sectioned in 7μm thick sections and labelled for NPs. Endometrial tissue from 

patient number 327 was incubated with polymersomes. (a) 40x magnification image 

showing that polymersomes are taken up by endometrial stromal and release their cargo 

FITC into them (green). (b) Overlay image of DAPI (blue) which stains the cell nucleus and 

FITC (green). (c) 40x magnification image showing that polymersomes are taken up by 

endometrial stromal and epithelial cells and release their cargo FITC into them (green). (d) 

Overlay image of DAPI (blue) which stains the cell nucleus and FITC (green). 
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Endometrial tissue was also obtained from women in different phase of the 

menstrual cycle and labelled for NPs in order to determine whether or not the phase 

influence NPs’ uptake by endometrial cells. Figure 6.13 demonstrates the IHC results 

from patient numbers 321 and 327 who were in secretory and proliferative phase, 

respectively, when tissue was collected. The results clearly showed that 

polymersomes were taken up by endometrial cells at both phases (Figure 6.14). 

Consequently when endometrial tissue is incubated with polymersomes in high 

concentrations, such as what was used for this experiment at 3 μg/ml, it can be taken 

up by endometrial cells independent of cycle phase (Table 6.2). 

Cycle phase 
Concentration of 

polymersomes 

Uptake of 

polymersomes by 

endometrial cells 

Secretory phase 

(patient number 321) 
3 μg/ ml   

Proliferative phase 

(patient number327) 
3 μg/ ml   

Table 6.2. Summary table present women’s cycle phase, polymersomes’ concentration 

during incubation with endometrial tissue and polymersomes’ uptake by endometrial 

cells. When endometrial tissue was incubated with polymersomes in the high 

concentration of 3ug/ml, NPs were taken up by cells independent of women’s cycle 

phase. 

Figure 6.14 illustrates endometrial tissue from patient numbers 321 and 327 in 

secretory and proliferative phase, respectively, which was incubated with 3ug/ml 

polymersomes functionalised with TAT on their surface and processed for 
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immunohistochemistry to label the polymersomes. Polymersomes are taken up by 

endometrial cells in both cycle phases. 

 

 

Figure 6.14. Endometrial tissue from women in different phase of the menstrual cycle. 

Endometrial tissue from 2 patients in different phase of the menstrual cycle, patient number 

321 in secretory phase (a, b) and patient number 327 in secretory phase (c, d) was labelled for 

polymersomes. Polymersomes are taken up by endometrial cells from both patients. 

Polymersome uptake in endometrial tissue was observed in both TAT and No 

TAT particles (Figures 6.15 and 6.16). This could be a concentration-dependent effect. 

Therefore, in order to investigate the ability of the TAT peptide to assist 

polymersomes uptake into endometrial cells, a reduced concentration of NPs (e.g. 
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0.06um/ml) might be needed. Preliminary results are demonstrated in Figure 6.16, 

which shows FITC signal was still detected but at visibly lower levels compared with 

the tissue incubated with neat polymersomes. Incubation of endometrial tissue with 

No TAT polymersomes at the reduced concentration was not preformed, but will be 

addressed in future experiments.  

 

Figure 6.15. No TAT polymersomes are taken up by endometrial cells. Polymersomes 

without TAT peptide on their surface are taken up by both endometrial stromal (a, b) and 

epithelial cells (c, d). 
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Figure 6.16. TAT polymersomes are taken up by endometrial cells. Polymersomes 

functionalised with TAT peptide on their surface are taken up by both endometrial stromal 

(a, b) and epithelial cells (c, d). 

The figures 6.15 and 6.16 present immunohistochemistry results from endometrial tissues 

that were previously incubated with 3ug/ml of polymersomes without TAT and with TAT 

on their surface, respectively.  

The immunohistochemistry results from tissue that was previously treated with only 0.06 

ug/ml polymersomes functionalised with TAT peptide, are presented in Figure 6.17. 
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Figure 6.17. Endometrial tissue incubated with polymersomes functionalised with TAT 

peptide in 0.06ug/ml concentration. Endometrial tissue was incubated with NPs 

functionalised with TAT in the concentration of 0.06ug/ml. (a) NPs are taken up by 

endometrial stromal cells even in this low concentration. (b) Overlay image of DAPI (blue) 

which stains the cell nucleus and FITC (green). 

To assess which cells the nanoparticles were taken up into Vimentin, a stromal 

cell marker and Cytokeratin, an epithelial cell marker, were used. Vimentin, which is 

a major subunit protein of the intermediate mesenchymal cells, can be used as a 

stromal cell marker and Cytokeratin, which reacts only with normal reactive and 

neoplastic epithelial tissue, can be used as a marker for epithelial cells. Before the co-

localisation assay Vimentin and Cytokeratin antibodies were checked for their cell-

specific labelling. This is shown in Figures 6.18 and 6.19.  
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Figure 6.18. Endometrial tissue is stained for Cytokeratin. (a, b) Successful labelling of 

epithelial cells with Cytokeratin in endometrial tissue. (c,d) Close-up of a region from figure 

(a) clearly shows that Cytokeratin (red signal) reacts only with epithelial cells and not with 

stromal cells in endometrial tissue. 
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Figure 6.19. Endometrial tissue is stained for Vimentin. (a, b) Vimentin is an effective 

marker for endometrial stromal cells. (c,d) Close-up of a region from figure (a) demonstrate 

that Vimentin stains effectively only stromal cells in endometrial tissue. 

The next step of the experiment was to double-stain endometrial tissue for 

Vimentin or Cytokeratin and anti-FITC. In these experiments the incubation time of 

the antibodies was 90 or 60 min (Chapter 5.5). When initial tissue sections were 

treated with antibodies for 90 min, Vimentin stained not only the endometrial stromal 

cells but also the epithelial cells as well (Figure 6.20). Therefore the experiment was 

repeated, decreasing the antibody’s incubation time to 60 minutes. However the 

result was the same, with Vimentin staining not only the endometrial stromal cells 
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but also the epithelial cells (Figure 6.21). This could be explained as a non-specific 

cross reaction. 

 

 

 

Figure 6.20. Functional layer of endometrial tissue was stained for Vimentin and FITC 

(antibodies incubation 90min). (a, c) Vimentin (red) which is a marker for stromal cells 

stained also endometrial epithelial cells which form the borders of the endometrial tissue 

and glands. (b, d) Tissue sections were labelled for Vimentin (red), FITC (green) and DAPI 

(blue). 

c

 

d
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Figure 6.21. Functional layer of endometrial tissue was stained for Vimentin and FITC 

(antibodies incubation 60min). (a, c) Vimentin (red) which is a marker for stromal cells 

stained also endometrial epithelial cells which form the borders of the endometrial tissue 

and glads. (b, d) Tissue sections were labelled for Vimentin (red), FITC (green) and DAPI 

(blue). 

6.5 Uptake of polymersomes by primary endometrial cells 

Polymersomes were taken up by primary endometrial cells within the first 

minutes of incubation. When cells were fixed after 10 min of incubation with 

polymersomes and the FITC signal was detected with immunohistochemistry, strong 

punctate fluorescent signal from FITC was observed within the cell indicating 
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payload release. When cells were then fixed after 45 and 90 min of incubation, signal 

was dispersed over the time. Previous live cell imaging experiments in fibroblasts 

support these results [105]. In these experiments, strong fluorescence is seen within the 

cell that appears to be within endocytic vesicles which then disappeared after 10 min 

to be replaced by a homogenous signal across the cell. Thus, indicating that FITC was 

released from the endocytic vesicles into the cytoplasm. Results from the experiments 

in fibroblasts suggest that polymersomes are not only getting into cells but also 

release their payload. Finally, as accumulation of fluorescence wasn’t observed 

elsewhere in the cell, except of the endocytic vesicles first and then into the 

cytoplasm, it can be assumed that FITC was not trafficked to another compartment 

such as lysosomes, the endoplasmic reticulum or Golgi apparatus. Therefore 

macropinocytosis is the most likely route of polymersomes’ internalisation as 

opposed to clathrin or caveolae mediated endocytosis (Chapter 1.3.2). Furthermore, it 

was observed that TAT polymersomes are able to enter primary endometrial stromal 

cells and release their cargo. Immunohistochemistry experiments showed green 

fluorescent signal within cells, indicating that NPs’ cargo was released into the cells. 

Hence, NPs had taken up by endometrial cells. Finally, as mentioned above, primary 

endometrial cells were incubated with NPs for different length of times. This was 

done, first of all, to see when the uptake of polymersomes by cells happens; secondly, 

to draw some conclusion of the route of NPs’ uptake by the endometrial cells; and 

finally, to observe how the FITC signal was changing over time.  

Therefore due to unforeseen circumstances, this part of the study was not completed. 
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7.1 Discussion  

The accurate non-invasive and early diagnosis and treatment of endometrial 

pathologies, and in particular endometriosis, is limited by the lack of sensitivity and 

specificity of the current detection techniques. Therefore, there is pressing need for 

the development of new methods for both diagnosis and treatment of endometrial 

pathologies.  

Over the last decades nanoparticles (NPs) have been introduced to the discipline 

of medicine for imaging, diagnosis and treatment [8]. Targeted deliveries of 

therapeutic or diagnostic agents using biocompatible and biodegradable NPs were 

also introduced for different disorders. These entities can enhance the diagnosis and 

treatment of reproductive pathologies. 

Several studies have been conducted using nanoparticles against ovarian, 

endometrial and cervical carcinoma (see Table 1.1) but very few studies have reported 

the role of nanomedicine in gynaecological pathologies such as endometriosis. A 

recent study however has shown that cerium oxide nanoparticles can eliminate 

endometrial lesions induced in mice by reducing oxidative stress and angiogenesis 

[106]. However, several research groups have demonstrated that this type of 

nanoparticle exhibited toxicity which necessitates further investigation [107]. 

Furthermore Kumar et al. have used PLGA nanoparticles, organic nanoparticles used 

against several types of cancer cells, loaded with two drugs for endometriosis 

treatment in order to check in vivo the combinatorial effect of the drugs [108]. 

Regression of the lesions has been shown after an exposure of mice, induced with the 

disease, to these NPs [108]. However, none of these studies have tested NPs interaction 

with human eutopic endometrium.  
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The present project investigated the feasibility of an innovative diagnostic 

method, that of the delivery and detection of nanoparticles (NPs) on ex vivo 

endometrial tissue/cells. In particular, that of the use of polymersome nanoparticles, 

comprising of biodegradable amphiphilic block copolymers (PEG-b-PCL) and 

engineered for endometrial cell-specific targeting and delivery. In this way, it 

explored the interaction between endometrial cells and PEG-b-PCL polymersomes 

targeted ubiquitously to all cell types and loaded with a novel hydrophilic model 

cargo, i.e. quenched FITC.  

The paradigm of using organic nanoparticles (NPs) targeted to endometrial cells 

was introduced for the first time in this project. The study was carried out in 

endometrial tissues from women undergoing gynaecological laparoscopic procedures 

for chronic pelvic pain and/or infertility. It followed the synthesis of organic 

polymersomes (PEG-b-PCL) and the delivery of NPs, loaded with a hydrophilic 

model drug, to ex vivo endometrial tissue to simulate drug release. Then, primary 

derived cells were used to study the mechanism of cellular entry of the polymersomes 

into this tissue.  

The present study has demonstrated the uptake of polymersome nanoparticles 

by human endometrium epithelial and stromal cells, and the subsequent release of 

fluorescent FITC from within the particles. Polymersomes loaded with drugs or 

imaging agents can be used to target endometrial cells. The delivery of hydrophilic 

drugs, directly targeted for endometrial cells, may therefore be achieved by a 

minimally invasive, non-surgical procedure. The study highlights the potential of 

targeted NP therapy for future diagnosis and treatment of endometrial pathologies. 

However, the study also highlighted several limitations including the following. 
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7.1.1 Hematoxylin staining of endometrial tissue 

In order to ensure the reproducibility and reliability of the experiments before the 

immunohistochemistry experiments were conducted, the first step was to stain the 

tissues with hematoxylin. Hematoxylin staining is widely used and is a successful 

way to assess the integrity of the tissue before its usage for further experiments such 

as immunohistochemistry.  

From the 21 samples of endometrial tissue collected, 19 were cut and stained 

with Hematoxylin to check tissue integrity and the morphology of the cells. Six of 

these sample sections (from patient numbers 316, 321, 315, 327, 311 and 325) showed 

good tissue integrity with intact glands and stromal cells surrounding them. Tissue 

from the other patients showed poor integrity when sectioned on the cryostat, 

probably due to the low temperature in the cryostat. Fluctuations in temperature 

when cutting tissue can result in ice crystal formation which then leads to tissue 

disruption and cell lysis.  

7.1.2 Dynamic light scattering 

Dynamic light scattering (DLS) was used to measure the hydrodynamic diameter of 

the polymersomes and to assess their size distribution before they were used in 

subsequent experiments. This was necessary because it is important that the whole 

population of NPs should be of similar size, as cellular uptake of NPs is size-

dependant. In this way it was ensured that the experiments were repeatable. 

The size of polymersomes for the No TAT was expected to be around 40nm, 

although this can vary between batches of polymer. The DLS results from the 

polymersomes used for these experiments are summarised in Table 6.1. The size of 

the polymersomes made on 16.07.2012 and 01.10.2012 was around 70nm. The 
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different size of the first polymersomes TAT and No TAT (made on 16.07.2012) might 

be due to the FITC (FITC-PEG-PCL) conjugating only on their surface. The different 

size of the TAT polymersomes made on 01.10.2012 could be due to the delay (20 days) 

between the polymersomes preparation and the DLS measurements. As TAT (TAT-

PEG-PCL) becomes unstable in the long term after its conjugation on the surface of 

the polymersomes, this could have affected the DLS results. 

7.1.3 Immunohistochemistry  

The polymersomes were taken up by ex vivo endometrial cells and successfully 

delivered their cargo (FITC). The FITC signal was detected in both endometrial 

stromal and epithelial cells. Co-localisation of DAPI, which stains the nucleus blue, 

with FITC in some cases, might be due to TAT peptide and tissue fixation (see 

Chapter 5.1). Thus there is a need for further experiments to examine the use of 

unfixed endometrial tissue or with different cell penetrating peptides conjugated on 

the polymersomes’ surface, such as Penetratin/pAntp peptide, Transportan and pVEC 

(Table 7.1).  

 

 

 

Reference Sequence Name 

]109[[ 

[011] 

[111] 

R*QIKIWFQNRRMKWKK amide 
Penetratin/ 

pAntp peptide 
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[112] 
GWTLNSAGYLLGK*INLKALAA 

LAKKIL amide 
Transportan 

[113] L*LIILRRRIRKQAHAHSK amide pVEC 

Table 7.1. Cell penetrating peptides. Penetratin, Transportan and pVEC are cell penetrating 

peptides that have been used to deliver in cells a broad variety of cargos.  

Polymersomes were shown to be taken up by endometrial cells in both the 

proliferative and secretory phase. However, further experiments should be done to 

prove this as the tissue from the woman who was in proliferative phase showed poor 

integrity when it was checked with Haematoxylin staining. Furthermore both 

polymersomes with and without TAT on their surface were taken up by endometrial 

cells. This could be due to the high concentration of polymersomes when endometrial 

tissue was incubated with them.  

The experiments in the present study with primary endometrial stromal cells 

and PEG-b-PCL polymersomes loaded with FITC and functionalised with TAT, 

support the ex vivo results, which demonstrate that polymersomes are successfully 

taken up by these cells and release their payload into them. Furthermore, these 

experiments demonstrate that NPs are rapidly entering the cells and that cargo 

release occurs within endocytic vesicles followed by its cytoplasmic release. 

7.2 Investigating polymersomes uptake by primary endometrial cell 

In the primary endometrial cells experiments we focused on the uptake of FITC 

into endometrial cells as endometrial stromal cells play a key role throughout 

woman’s menstrual cycle by undergoing changes which prepare the endometrium for 

implantation (Chapter 2.2). However, as this technology could also be used for the 



Chapter 7.      Discussion  

 

 

118 

treatment of endometrial cancer, it would be useful to extend the experiments by also 

using endometrial epithelial cells as most of the endometrial cancers are derived from 

endometrial epithelial cells. 

7.3 Future studies 

The present study has opened the way for further questions and experiments. The 

next step is to analyse the uterine fluid and blood samples collected from these 

patients (Table 7.2) with endometrial pathologies by using mass spectrometry and 

proteomics in order to identify any alterations in the physiological levels of 

biomolecules during pathological situations. Information from this analysis can 

establish the basis for quick diagnosis in the early stages, which will offer many 

advantages compared to the current treatment. Also fluorescently labelled 

nanoparticles of these tissues may enable identification of pathologies by fluorescence 

imaging. 

The early detection of the pathologies could improve and extend the patient’s 

life and may help to avoid surgical procedures. Furthermore, targeted delivery of 

PEG-b-PCL polymersomes to the diseased area could be achieved by functionalising 

the surface of the NPs with biomarkers identified by mass spectrometry and 

proteomics analysis. In addition to the mass spectrometry and proteomics in vivo 

experiments are needed in order to improve the system and bring it closer to clinical 

use. 

 

Patient number Pathology 
Endometrial fluid 

(not blood stained) 
Serum (blood) 
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313 Chronic pelvic pain -   

326 Chronic pelvic pain     

337 Chronic pelvic pain -   

314 Subfertility -   

316 Subfertility -   

321 Subfertility -   

322 Subfertility -   

331 Subfertility -   

332 Subfertility -   

323 Subfertility     

324 Subfertility     

330 Subfertility     

333 Subfertility -   

352 Subfertility -   

353 Subfertility   - 

326 Endometriosis     

325 Endometriosis     

317 Endometriosis   - 

337 Endometriosis -   

329 Endometriosis -   

332 Endometriosis -   

333 Endometriosis  -   

325 Recurrent 

miscarriages 

    

Table 7.2. Samples of uterine fluid (n=20) and blood (n=12) from 23 women with 

endometrial pathologies.  
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To answer the questions raised by the present study further experiments are 

needed to investigate the following issues: 

A. Whether polymersomes are equally taken up by endometrial cells in both the 

proliferative and secretory phase by using more samples. 

B. Whether TAT or not TAT peptides assist polymersomes uptake by endometrial 

cells. Further experiments with incubation of endometrial cells at 1:50 dilution of 

TAT and No TAT polymersomes should be done. This is important as in the 

future, functionalised polymersomes with the appropriate ligand, instead of TAT, 

could be delivered to specific cells. 

C. Whether Nanoparticles are taken up by endometrial stromal or epithelial cells by 

experimenting with a stromal and epithelial cell marker like Vimentin and 

Cytokeratin, respectively. 

D. Whether co-localisation of DAPI with FITC might be due to TAT peptide (chapter 

1.2.4), since it has been shown by co-workers that there is co-localization of FITC 

signal with the cell nucleus. To answer this question unfixed endometrial tissue 

was collected, incubated with TAT and No TAT NPs and sectioned. The last step 

to be done in these sections is the Immunohistochemistry assay.  
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