	Samples
	Treatment
	Round
	Oval
	Needle shaped

	Taper 1
	Enzymatic
	39%
	53%
	8%

	
	Alkaline
	61%
	39%
	0%

	

	Taper 2
	Enzymatic
	48%
	49%
	3%

	
	Alkaline
	69%
	29%
	2%

	

	Stem 1
	Enzymatic
	62%
	32%
	0%

	
	Alkaline
	52%
	37%
	11%
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